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Applicant : Xplorys BV, 

Address : Dopplerstraat 12, 1702 SR Heerhugowaard, The Netherlands 

Report on the submitted sample(s) said to be: 

Sample(s) Name : Reusable Lid 

Manufacturer : Dooky 

Buyer : Xplorys 

Country of Origin : China 

Country of Destination : Europe 

Sample(s) received date : Jul 24, 2026 

Testing period : From Jul 30, 2026 to Aug 13, 2026 

 

Test Request  

As specified by the applicant, refer to attached page(s) for details. 

 

No. Test Standard Conclusion 

1 Client’s requirement- Wet Wipe Lid Adhesion Test Pass 

******************************************************************************************** 

 

 

 

 

 

  

 

 

 

 

 

 

 

Approved by:  

 Nina Yang 

 Technical Manager 
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Photograph(s) of Sample 
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Specimen Description: 

No. Test part(s) name 

1 Reusable Lid 
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Results: 

(1) Wet Wipe Lid Adhesion Test 

Test Method: Client’s requirement for testing.  

Test Condition: Test Procedure 

1. Take three lids and conduct 100 adhesion tests on each of the two types of baby wipe 

packaging. One peel-and-rebond operation onto an alternative wet wipe package shall 

be performed every hour; Repeated cyclic testing was performed 100 times in total, 

averaging 50 times for each type of wet wipe. A total of six (6) packs of baby wet 

wipes shall be consumed for the whole test. 

2. A constant compression force of 30 N shall be applied to press down the lid during 

each bonding process. 

3. Test cycles executed also continuously throughout non-working days, and each 

operation shall be counted as one valid test cycle. 

4. Terminate the test immediately if the lid completely loses adhesion prior to completing 

100 cycles. Record the actual number of completed cycles and corresponding test 

results in the test report. 

Laboratory Conditions: Temperature: 23.7 ℃, Humidity: 51 %RH 

Client’s requirement: After the test, the sample did not fall off. 

Test result(s): 
 

Sample Name Sample No. Test Result (s) Verdict 

Reusable Lid 

001 After the test, no flaking was observed on the sample. Pass 

002 After the test, no flaking was observed on the sample. Pass 

003 After the test, no flaking was observed on the sample. Pass 
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Photo(s) of specimen for reference 

  

Before the test After the test 

  

During the test During the test 
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Remark: -The testing data and result(s) in this report is (are) just for scientific research, education, internal quality 

control and product development etc. 

*** End of Report *** 
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